Section Condition Report

Date: 5/11/2003 Page 1 of 2
Pavement Database: NetworkID: Hooper bay
) Last Age
Branch ID Section ID Last Surface Use Rank | Lanes| True Area Inspection At PCI
Const. (SqFt) Date Inspection
Date
100 (Taxiway) 100-01 09/01/1991 AC TAXIWAY P 0 8,005.50 07/15/2002 11 22.00
4100 (Apron) 4100-01 09/01/1991 AC APRON P 0 98,700.00 07/15/2002 11 29.00
6100 (Runway 13-31) 6100-01 09/01/1991 AC RUNWAY P 0 106,125.00 07/15/2002 11 31.00
6100 (Runway 13-31) 6100-02 08/01/1999 ST RUNWAY P 0 42,975.00 07/15/2002 3 17.00
6100 (Runway 13-31) 6100-03 09/01/1991 AC RUNWAY P 0 99,525.00 07/15/2002 1 37.00
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Arithmetic PCI Weighted
Average Standard Average
Average Total Number PCI Deviation PCI
Age Age At Area of
Category | |pspection (SqFt) Sections

03-05 3.00 42,975.00 1 17.00 0.00 17.00
11-15 11.00 312,355.51 4 29.75 5.36 32.05
All 9.40 355,330.51 5 27.20 7.00 30.23




